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The effect of target porosity on steady-state hydrodynamic jet 
penetration is examined. A simple model is developed based on 
compressible penetration theory and validated by comparison 
with hydrocode computations. The model and code results show 
that porosity has a significant effect on penetration depth. 

INTRODUCTION 

Shaped charges sometimes penetrate targets of materials that have a 
degree of porosity, including concrete, soils, rock and other geologic materi
als, propellants, and some other materials. Because of various mechanisms, 
the classical penetration models fail to accurately predict such penetrations. 
In this paper, the effect of target porosity is examined. 

A hypervelocity penetration may be divided into four stages [1]: 
1) The transient shock regime, which is governed by the materials' shock 
impedances. Since porous materials have low density and sound speed and 
therefore low impedance, the penetration rate during this stage is high. 
2) The steady-state regime, which is governed by the equations of fluid 
flow. The porous volume of a target is compressed out by a strong shock, or 
compaction wave, that precedes the penetration zone, significantly reducing 
the penetration rate compared to the classical density-law's prediction. 
3) Afterflow or cavitation (additional penetration after the jet is consumed), 
governed by target strength, which is low for porous materials. Therefore, a 
large contribution of afterflow is expected. Also, if the target material is sig
nificantly less dense than the jet, a substantial amount of secondary penetra
tion may occur, especially after the jet has broken, as discussed by Held [2]. 
4) Recovery, which is limited by the elastic response of target. Since the elas
tic regime is small for porous materials, little recovery is expected. 

These stages are evident in the plot of penetration vs. time predicted by 
a computation using the CTH code of an L/D = 15, non-porous iron jet 
penetrating a thick porous iron target at 4 km/ s. The 38.7%-porous iron is 
modeled using the P-a model [3]. For about the first microsecond (transient
shock regime), the penetration velocity is about 2.4 km/ s, then settles back 
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to a steady value of a little more than 2 km/ s until the rod is consumed, at a 
time of 26 lls. After this, the hole continues to grow, or cavitate, by another 
5.6 mm in depth, at a decreasing rate. No elastic recovery is observed. 

Figure 2, a plot of mass-density contours at 10 lls for this computation, 
shows clearly the existence of the compaction wave as a steep gradient in 
density ahead of the penetration cavity. Behind this wave, the target materi
al has a high density close to that of the non-porous iron jet. 
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Fig. 1. Penetration depth of an iron jet into a porous-iron target vs. time. 

Fig. 2. Hydrocode computation of an iron jet penetrating a porous-iron tar
get at 4 km/ s shows the compaction wave ahead of the penetration zone. 
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Fig. 3. Hydrocode computation of an iron jet penetrating a porous-iron tar
get at 1 km/ s shows gradual compaction ahead of the penetration zone. 

For lower jet velocities (somewhat below 2 km/ s for iron penetrating 
porous iron), however, the target is not completely compacted in a distinct 
wave. As shown in Fig. 3 for a jet velocity of 1 km/ s, the compaction is more 
gradual, approaching full density only very near the jet-target interface. 

This paper addresses the steady-state phase of penetration, which pre
dominates in hypervelocity long-rod and shaped-charge-jet penetration. A 
model based on the compressible steady-state theory of jet penetration [4,5] 
is developed, with the target's porosity described by the approximate ideal
locking model and with accounting for the compaction wave in the target. 
The result is a surprisingly simple modification of existing penetration 
equations to account for porosity. The accuracy of the model is substantiat
ed by comparison with the results of hydrocode computations. 

MODEL 

First, the compressible theory of jet penetration [4,5] is applied to a 
porous target modeled approximately as an ideal locking material, illustrat
ed in Fig. 4. With a constant resistance R, the target is suddenly compressed 
to its full density in a compaction wave, which propagates ahead of the pen
etration zone, and beyond which it experiences no further compression 
(behaves incompressibly). It is assumed that the jet is incompressible, and 
has strength Y. (To some degree, the effects of the actual compressibilities of 
the jet and the fully compacted target material cancel each other.) 

Stations in the jet, with velocity V, and the target, penetrated at a rate 
U, are defined in Fig. 5. For a quasi-steady state, the compaction wave 
stands in the target as a bow wave ahead of the crater. Following the nota
tion of Flis et al. [6], the pressure in the jet at the stagnation point is given by 
the incompressible Bernoulli equation as 
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Fig. 4. Compression behavior of compressible and porous materials. 
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Figure 5. Steady-state jet penetration into a porous target. 

(1) 

In the target, the conservation conditions across the compaction wave are 

Mass: pOtWOt = PltWlt (2) 

Momentum: POt + POtW6t = Plt + PltWft (3) 

where POt=R POj= Y 
(4) 

WOt = U WOj= V - U 

are the strengths and flow velocities relative to the stagnation point in the 
undisturbed target and jet. If the target material is fully compressed by the 
compaction wave, then Plt = P2t = Pc' and no further compression occurs 
between It and 2t, where conditions are related by the Bernoulli equation, 

(5) 
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where <I> is the porosity, or volume fraction of pores, in the target, 

<I> == 1- Po = 1 _ Vc 

Pc Vo 

Since the jet-target interface is in equilibrium, p2t = p2j, so that 

Y + !p/V - U)2 = R + ~PoU2(1 + <1» 

which may be solved for U to yield 

u= 

in which PO(l + <1» = 'Yv'I+l> 
Pj 

is a modified 'Y for a porous target and where 

V= /2 R - Y 
c V Pj 

for 'Yp = 1 

(6) 

(7) 

(8) 

(9) 

(10) 

is the critical jet velocity at which U = 0, which accounts for the strength. For 
high jet velocities, the strength may be neglected, especially when it is ex
pected to be small, as in a porous material. In this case, V c is much less than 
V and may be neglected, so that the penetration velocity reduces to 

(11) 

which is identical to the usual relation except for the substitution for 'Y by 'Yp. 
For a jet that does not stretch or decelerate, we have then a modified 

density law for the penetration P into porous materials, 

P(porous) = U = J Pj = l 
L V - U Po(l + <1» 'Yp 

(12) 

This represents the hydrodynamic limit, the asymptote of penetration as ve
locity increases. 

From Eq. (12), other useful formulas follow. Comparing it with the clas
sical density law for incompressible (non-porous) penetration yields 

P(porous theory) 'Y 1 
P(incomp. theory) = 'Yp = v'I+l> (13) 
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which predicts that the steady-state penetration of a porous material is less 
than that given by the incompressible theory. 

Penetration into a porous material may also be compared to that into 
the fully-dense matrix material (e.g., comparing porous iron to ordinary, 
non-porous iron), 

P(porous material) 1 
-=:-:-~=---::-----:-:-=--;=======7 
P(fully-dense matI.) J 1 _ <1>2 

(14) 

This ratio reflects the effect of introducing porosity into a given material. It 
predicts, as expected, that penetration of a porous material is greater; how
ever, as shown in Fig. 6, not very much greater. E.g., if 50% porosity is intro-
duced into a material (<I> = 0.5), this formula predicts that penetration in
creases by only 15.5%, even though the target is now only half as dense. 

Further, we can compare the mass efficiencies Em of porous and fully
dense materials, 

Em(porous material) = Pc P(fully-dense matI.) = J 1 + <I> (15) 
Em(fully-dense matI.) Po P(porous material) 1- <I> 

This predicts that the 50%-porous material enjoys an advantage of a factor 
of --J3 ~ 1.732 in mass efficiency over the fully-dense material. 

This model may also be applied to stretching jets by substituting 'Yp, 

given by Eq. (9), for'Y in any of the well-known formulas of Allison, Vitali, 
DiPersio, Simon, and Merendino (as summarized by Walters et al. [7]). 
However, since porosity affects also the target strength (and thus the hole 
diameter), the jet cut-off velocity (Vmin or Umin) will also need to be adjusted; 
in addition, some accounting of the increased afterflow or secondary pene
tration may be necessary for broken jets, as discussed by Held [2]. 
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Fig. 6. Plots of the various formulas versus target porosity. 
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For stretching jets, the predicted effect of porosity is multiplied, relative 
to the density law. For example, for a jet with tip velocity twice that of its 
tail, penetrating a target of like material but 50% porosity, the density law 

P ( Vtip l1/Y S = V tail - 1 (16) 

where S = standoff, predicts that PIS = 1.665, whereas the porosity model 
(same equation using YP instead of y) predicts a value of 1.226, 26% less. The 
difference is even greater for larger ratios of tip to tail velocity. 

COMPARISON WITH HYDROCODE 

Figure 7 compares the present model with a series of hydrocode com
putations similar to those described above. A porous-iron target is penetrat
ed by an iron jet at velocities of 500 to 4000 ml s. Equation (8) with R - Y = 
110 MPa fits very well to the hydrocode-computed penetration rates, while 
the density law somewhat overpredicts. At the highest jet velocities, the por
osity model predicts a penetration rate U of 0.520 times the jet velocity V, 
whereas the density law predicts a ratio of 0.560. 

Figure 8 compares these results in terms of the ratio of penetration rate 
U to jet erosion rate (V - U) equal to penetration per unit jet length dP I dL. 
This ratio emphasizes the difference between the density-law and porosity
model predictions. While the density law approaches an asymptote of 1.273, 
the porosity model approaches 1.083 and clearly agrees much better with 
the code results, not only at the highest velocities but also at 1 kml s and be
low, where the compaction-wave assumption is known to break down. 
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Fig. 7. Normalized penetration rate U IV for porous-iron target vs. jet veloci
ty, computed by hydrocode, compared to density law and porosity model. 
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Fig. 8. Penetration per unit jet length for porous-iron target vs. jet velocity, 
computed by hydrocode, compared to density law and porosity model. 

CONCLUSION 

This paper takes a first step at addressing the effect of target porosity in 
hypervelocity jet penetration. Application of the quasi-steady-state com
pressible theory of penetration yields a simple modification of the classical 
density law to account for porosity. This modification is easily incorporated 
into all established penetration equations for stretching jets and long rod 
penetrators. The accuracy of this model is supported by comparison with a 
few hydrocode computations. Predictions of the effect of porosity based on 
this model are significant and quantitatively surprising. 
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